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50175/110125160/200/250 MM SEWAGE DISPOSAL PIPE 110 MM CLEAN OUT ELBOW
50/75M10125160/200/250 MM ELBOW (45°) 110 MM CROSS - T
50/75/110125160/200/250 MM ELBOW ( 110 MM WC CONNECTOR
50/75110125M160/200/250 MM T-PIECE 200/250 MM SOCKET
PRODUCT NAME 1 S0/75H101125160/200 MM ACCESS T-PIECE 75/[10 MM AIR HOLE PIPE
S0/75M 10125/ 60/200/250 MM SINGLE BRANCH (45°) 110 MM REPAIR SOCKET
S50/75M10125160/200/250 MM DOUBLE BRANCH {45°45%) S SIPHON
50/75/1101125/160/200/250 MM REDUCING SOCKET S SIPHON WITH MUFF
50/75/1101125/160 MM SLIDING SOCKET BRACELETS
- PLUG
USE OF GOODS ACCORDING _ . N -
TO PURPOSE : Pipes and fittings are using for sewage pipe STANDARD NO :EN 13291
TEST SPECIFICATION TEST RESULT RESULT
1 | 5.1 Appasrance and 12. Marking trner and outer sutface must be free from bisters, marking shoukd moat standards wfg':e*;‘gﬂm,’:a y ACCEPTABLE
2 4.1 Raw Material ThePVCenmamshallbeatbast&ﬂ%bymforpbesaMBS%bymssfcriﬁoctvanolﬂedﬁﬁgs P""’”"’m‘ Fillings ACCEPTABLE
We don't use recycled
3 | 4.4 Utilization of non-virgin material The use of clean own reprocessed material for the production of Pipes and fittings is permitted without Bmitations. material for the pipes or ACCEPTABLE
fittings
4 7.1. Impact Strength 1 ©°c- 1h) Max %10 0% ACCEPTABLE
Must be no demage during the test
5 | 4.2. Resistance to Intemal Pressure OK ACCEPTABLE
Note: Type test (1000 h)
6 | 6.4.2. Ring seal sockets and spigot typa SI, type S Il and type M Typo MT:':B?"" to ACCEPTABLE
7 8. Vicat Softening Temp. Not be softaning until 79 °C 81,5°% ACCEPTABLE
3 . Elongation Change Max %5 changing 1,15% ACCEPTABLE
9 8.2. Effects of Heating Temperature 150 °C Heating time 30 min OK ACCEPTABLE
10 9. Airtightness Test No leak 0% ACCEPTABLE
1 9. Watertightness Test No leak 0% ACCEPTABLE
12 | o High T""“"’m Cyclo Test For No leak 0% ACCEPTABLE
8. Diclorometha s Strength at the
13 Specifiod Tomp. Not be spoiing on the sample oK ACCEPTABLE
14 DIMENSIONAL CONTROL
Outar Diameoter Out of R Wall Thick (emin) Wall Thickness (e2min) | Wall Thickness (e3min) | Lengths of sockat A min | Lengths of sockot C max Lengths of socket L1, min
50,0 - 50,2 mm S010mm | 1,2 0m 013mm | 30-35mm | 3,10 mm 2,7mm 2,80 mm 23mm 240 mm 23 mm 28,10 mm 18 mm 17.90 mm 46 mm 46,10 mm
75,0 - 75,3 mm 75,15 mm S18mm | 041 mm 3,0-35mm | 3,10mm 2,7mm 2,80 mm 23mm 2,35 mm 33mm 33,10 mm 20 mm 19,90 mm 51 mm 51,70 mm
110,0 - 110,3 mm 110,10 mm | < 264mm | 0,32mm 32-38mm 3,30 mm 29mm 2,95 mm 24mm 2,50 mm 40 mm 40,10 mm 26 mm 25,90mm 60 mm 60,10 mm
125,0 - 1253 mm 125,15 mm <3 mm 0,67mm | 32-3,8mm 335mm 29mm 2,95 mm 24 mm 2,50 mm 43mm 43,15 mm 26 mm 25,90 mm 67 mm 67,05 mm
160,0 - 160,4 mm 16015mm | < 384mm | 0,82mm 490-46mm | 4,15mm 3,6 mm 3,65 mm 3,00 mm 3,05 mm S0mm $0,10 mm 32mm 31,90 mm 81 mm 81,10 mm
200,0 - 200,5 mm 200,25 mm 49-56mm | 520 mm
250,0 - 250,8 mm 250,45 mm 62-7,0mm 6,70 mm
EVALUATION :ACCEPTABLE
04.01.2007 RO 10/P/097 F




